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Client Name SHENZHEN IP-COM NETWORKS CO.,LTD. 

Name of product 9-Port Fast Unmanaged Switch With 8-Port PoE 

Manufacturer SHENZHEN IP-COM NETWORKS CO.,LTD. 

Model F1109P-8-102W 

Test sort Commission Test 

 

 

 
 

 

CCIC Southern Electronic Product Testing (Shenzhen) Co., Ltd. 
 

Address: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, 
China 
P.C.：518055 

TEL：86-755-26627338                                 FAX：86-755-26627238 

Internet：http:// www.ccic-set.com                        E-Mail：manager@ccic-set.com    

The authenticity of the report is subject to the encrypted electronic version, which can be verified 

through the CNCA website (http://yz.cncaic.cn).                     
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Customer 

information 

Client SHENZHEN IP-COM NETWORKS CO.,LTD. 

Address 
Room 101, Unit A, First Floor, Tower E3, No. 1001, Zhongshanyuan 
Road, Nanshan District, Shenzhen, China. 518052 

Sample 

information 

Name of sample 9-Port Fast Unmanaged Switch With 8-Port PoE 

Model  F1109P-8-102W 

Trade Name IP-COM 

Manufacturer SHENZHEN IP-COM NETWORKS CO.,LTD. 

Address 
Room 101, Unit A, First Floor, Tower E3, No. 1001, Zhongshanyuan 
Road, Nanshan District, Shenzhen, China. 518052 

Test 

information 

Sample received ---- 

Testing date ---- 

Test sort Commission Test 

Requested/item RoHS directive 2011/65/EU 

Standard/ 

Foundation 

(1)With reference to IEC 62321-3-1:2013, scanning by XRF 

Spectroscopy 

(2)Chemical test method： 

With reference to IEC 62321-5:2013, determination of Lead, Cadmium, 

by ICP  

With reference to IEC 62321-4:2013+A1:2017, determination of Mercury 

by ICP  

With reference to IEC 62321-7-2:2017 & IEC 62321-7-1:2015, 

determination of Hexavalent Chromium by Colorimetric method 

With reference to IEC 62321-6:2015, determination of PBBs, PBDEs by 

GC-MS. 

Conclusion ---- 

Remark  The test results and tested date please see the report No.SET2018-12830. 

 

Tested By：  
 

Checked By：
 

Approved By： 

Date： Dec. 29, 2018 Date： Dec. 29, 2018 Date： Dec. 29, 2018 
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List of apparatus: 

No. Name  Model  Asset No. Calibration Valid Date USE(√) 

1 ICP-OES Optima 8300 A161002604 2019/04/09  

2 GC-MS 5975 R0603018 2019/04/01 √ 

3 UV-Vis LAMBDA 25 R150500309 2019/06/29  

4 XRF EDX1800B R1307188 2019/04/25 √ 

****** END OF REPORT ****** 

 

STATEMENT 

 

 

1. The test report is invalid without stamp of laboratory. 

2. The test report is invalid without signature of person(s) testing and authorizing. 

3. The test report is invalid if erased and corrected. 

4. Test results of the report is valid to the test samples if sampling by client. 

5. “☆”item to be outside the scope of authorized by CNAS. 

6. “☆”item to be outside the scope of CMA, the test method、data and results are available for reference. 

7. The test report shall not be reproduced except in full, without written approval of the laboratory. 

8. If there is any objection to report, the client should inform issuing laboratory within 15 days from the 

date of receiving test report. 
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