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CNAS TESTING No.SET2016-10942
“aag®” cNAS L1659

TEST REPORT

Client Name

Name of product

Manufacturer

Model

Test sort

SHENZHEN IP-COM NETWORKS CO., LTD.

16-Port 10/100Mbps + 2 Gigabit Web Smart PoE Switch

S3300-18-PWR-M

Commission Test

CCIC Southern Electronic Product Testing (Shenzhen) Co., Ltd.

Address: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong,
China
P.C.: 518055

TEL: 86-755-26627338

FAX: 86-755-26627238

Internet: http:// www.ccic-set.com E-Mail: manager@ccic-set.com

Query No. :100530PS
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Test Report

Customer ~ Client
information | Address
Name of sample
Model
Sample Trade mark
information ' [ ot number
Manufacturer
Address
Sample received
Testing date
Test sort
Requested/item
Test
information
Standard/Foundation
Conclusion
Remark All test result quote from
Tested By: }’Iﬁ'ﬁ "‘Fﬁ &
Date: Jul. 01, 2016

No.SET2016-10942 Page 2 of 49
SHENZHEN IP-COM NETWORKS CO., LTD.

Room 101, Unit A, First Floor, Tower E3, No. 1001, Zhongshanyuan
Road, Nanshan District, Shenzhen, China. 518052

16-Port 10/100Mbps + 2 Gigabit Web Smart PoE Switch

S3300-18-PWR-M

Jun. 14, 2016
Jun. 14, 2016~ Jun. 27,2016

Commission Test

RoHS directive 2011/65/EU

(1)With reference to IEC 62321-3-1:2013, scanning by XRF
Spectroscopy

(2)Chemical test method:

With reference to IEC 62321-5:2013, determination of Lead, Cadmium,
by ICP

With reference to IEC 62321-4:2013, determination of Mercury by ICP
With reference to IEC 62321:2008, determination of Hexavalent
Chromium by Colorimetric method

With reference to IEC 62321-6:2015, determination of PBBs, PBDEs by
GC-MS.

The delivery sample complied with RoHS directive (2011/65/EU).

Jul. 01, 2016

‘; Ya- ru Approved By:

Date:

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic-set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Test result:
Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)

Cd P / <100 P
Cr(VD P / <1000 P
1 Outer shell brown green Hg p / <1000 p
coating Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P

2 Outer shell metal body
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P

3 Scutcheon
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
4 Nut pillar

Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P

5 Cover plate metal body
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
6 Short pole black Hg P / <1000 P
countersink screw Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238



)

\-l/ Test Report No.SET2016-10942 Page 4 of 49
Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)

Cd P / <100 P
Cr(VD) P / <1000 P
7 Hexagonal negative Hg p / <1000 P
positive screw Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P

8 Screw module
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) D Negative <<1000 P
9 Long pole black Hg P / <1000 P
countersink screw Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P

10 Hexagonal nut
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P

11 Black plastic plug

Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
12 10028905 main board Hg P / <1000 P
PCB board Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item | EDXRF | Testing | testing limit | Eplj;)()
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
13 Soldering tin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
14 D40 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
, Hg P / <1000 P
15 D40 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
16 RJ1 metal cover
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD P / <1000 P
, Hg P / <1000 P
17 | RIJ1 black plastic cover
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
18 RJ1 metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusion
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | = Ep‘j;)o
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
19 J2 black plastic
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
20 J2 metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
) Hg P / <1000 P
21 T4 black plastic cover
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
) Hg P / <1000 P
22 T4 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
) Hg P / <1000 P
23 T4 magnet ring
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
) Hg P / <1000 P
24 T4 coil
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238



()

\(TD Test Report No.SET2016-10942 Page 7 of 49
Results of | Results of Chemical Conclusi
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | Ep‘j;l)o "
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
25 | C569 green outer jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
26 | C569 aluminum cover
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
27 C569 contents
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
28 C569 rubber plug
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
29 C569 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
30 Q1 body
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusi
No. COMPONENTS Item | EDXRF | Testing | testing limit OHEP‘?)O "
(P/F/D) (mg/kg) (mg/kg)

Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P

31 RJ7 metal cover
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P

32 RJ7 black plastic
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P

33 RJ7 metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P

34 SW1 metal cover
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P

35 | SW1 black plastic button
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <<1000 P
Cd P / <100 P
Cr(VD P / <1000 P
, Hg P / <1000 P
36 | SWI1 black plastic cover

Pb P / <1000 P
PBBs D N.D. <1000 P
PBDEs D N.D. <<1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusion
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | = Ep‘j;)o
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
, Hg P / <1000 P
37 SW1 inner metal sheet

Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
. Hg P / <1000 P

38 SWI1 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P

39 U6 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P

40 U8 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
, Hg P / <1000 P

41 U8 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P

42 U7 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusion
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | = Ep‘j;)o
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
43 U7 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
44 J7 white plastic
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
45 J7 metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD) D Negative <1000 P
Hg P / <1000 P
46 L28 magnet core
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
47 L28 coil
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
48 L28 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusi
No. COMPONENTS Item EDXRF Testing testing limit o ((:PL;;I)OH
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
Hg p / <1000 P
49 Ul body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg p / <1000 P
50 Ul pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg p / <1000 P
51 L34 magnet core
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
. Hg p / <1000 P
52 L34 coil
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
: Hg p / <1000 P
53 L34 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg p / <1000 P
54 U15 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusi
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | Ep‘j;l)o "
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
55 Ul5 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
56 C602 aluminum cover
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
57 C602 contents
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
58 C602 rubber plug
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
59 C602 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. i Hg P / <1000 P
60 J9 white plastic
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusion
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | = Ep‘j;)o
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
61 J9 metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
62 | L35 black plastic cover
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
63 L35 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
64 L35 coil
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
65 L35 magnet core
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD P / <1000 P
, Hg P / <1000 P
66 | C616 black outer jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusi
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | Ep‘j;l)o "
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
) Hg P / <1000 P
67 | J5 creamy white plastic
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
68 J5 metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
69 10028907 J6 body
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
, Hg P / <1000 P
70 10028907 J6 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
71 D33 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
, Hg P / <1000 P
72 D33 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusi
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | = Ep‘j;)o "
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
73 Q2 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
74 Q2 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
75 U8 body
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <<1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
, Hg P / <1000 P
76 U8 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
77 U7 body
Pb P / <1000 P
PBBs D N.D <<1000 P
PBDEs D N.D <<1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
, Hg P / <1000 P
78 U7 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /

Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.

http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
79 C60 black plastic Hg p / <1000 p
pedestal Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
80 C60 aluminum cover
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
81 C60 contents
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
82 C60 rubber plug
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
83 C60 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
84 U3 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238
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Results of | Results of Chemical Conclusi
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | Ep‘j;)o "
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
85 U3 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
86 10029535 Q2 body
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
87 U2 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
. . Hg P / <1000 P
88 | J1 creamy white plastic
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
89 J1 metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
, Hg P / <1000 P
90 LED light body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
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Results of | Results of Chemical Conclusi
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | = Ep‘j;)o "
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
91 Black sponge shield
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
92 Gray wire jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
. Hg P / <1000 P
93 Metal wire core
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
_ . Hg P / <1000 P
94 Plug white plastic
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
95 Plug metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
_ Hg P / <1000 P
96 Fan silvery label
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P

Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
) Hg P / <1000 P
97 | Fan black plastic frame
Pb P / <1000 P
PBBs D N.D. <1000 P
PBDEs D N.D. <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
08 Fan black plastic fan Hg P / <1000 P
blade Pb P / <1000 P
PBBs D N.D. <1000 P
PBDEs D N.D. <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
) Hg P / <1000 P
99 | Fan black magnet ring
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) D Negative <1000 P
100 Fan metal protecting Hg P / <<1000 P
bush Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) D Negative <1000 P
101 Fan metal axis He P ! = 1000 P
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) D Negative <1000 P
102 Bearing metal outer Hg P / <1000 P
wheel Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD D Negative <1000 P
103 Bearing metal inner Hg P / <1000 P
wheel Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD D Negative <1000 P
104| Bearing metal check ring He P ! = 1000 P
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD D Negative <1000 P
) Hg P / <1000 P
105 Bearing metal hoop
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) D Negative <1000 P
) Hg P / <1000 P
106 Bearing metal roll ball
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
107 PCB board
Pb P / <1000 P
PBBs D N.D. <1000 P
PBDEs D N.D. <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
o Hg P / <1000 P
108 Soldering tin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238



)

\-l/ Test Report No.SET2016-10942 Page 21 of 49
Results of | Results of Chemical Conclusi
No. COMPONENTS Item | EDXRF | Testing | testing limit | Eplj;)() "
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
109 IC body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
110 Black bushing
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
o Hg P / <1000 P
111 Red wire jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
o Hg P / <1000 P
112 Black wire jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
113 Metal wire core
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD P / <1000 P
_ . Hg P / <1000 P
114 Plug white plastic
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
115 Plug metal needle

Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
116 Power supply socket Hg P / <1000 P
black outer shell Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
117 Power supply socket Hg P / <1000 P
metal bush Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
118 Power supply socket Hg P / <1000 P
yellow green wire jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
119 Power supply socket Hg P / <1000 P
metal wire core Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P

120] Power supply socket pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
121 Double wire black Hg p / <1000 p
bushing Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
122 Double wire red wire Hg p / <1000 p
jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
123 Double wire black wire Hg p / <1000 p
jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
124 Double wire metal wire Hg p / <1000 p
core Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
) ) Hg P / <1000 P
125 Plug white plastic
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
126 Plug metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
127 Plug blue transparent Hg p / <1000 p
protecting bush Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
128 Plug pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD D Negative <1000 P
129 Power supply metal Hg P / <1000 P
cover Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
130 Power supply black Hg P / <1000 P
plastic sheet Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
131 Power supply metal nut Hg P / <1000 P
pillar Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
132 Power supply hoop black Hg P / <1000 P
outer jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, No. 43 Shahe Road, Xili Jiedao, Nanshan District, Shenzhen, Guangdong, China (pc: 518055)
http://www. ccic—set. com Tel: 86-755-26627338 Fax: 86-755-26627238



u Test Report No.SET2016-10942 Page 25 of 49
Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
133 Power supply hoop metal Hg P / <1000 P
sheet Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
134 D2 gray outer jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
135 D2 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
136 D2 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
137 1603 PCB board
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
138 1603 U3 body
Pb P / <1000 P
PBBs D N.D. <1000 P
PBDEs D N.D. <1000 P
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
139 1603 U3 pin He P / =100 ’
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
140 1603 Ul body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
) Hg P / <1000 P
141 1603 U1 pin

Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
) Hg P / <1000 P

142| 1603 CONG black plastic
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P

143] 1603 CON6 metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
144 Temperature controller Hg P / <1000 P
white plastic cover Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
145 Temperature controller Hg P / <1000 P
black plastic substrate Pb P / <<1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
146 Temperature controller Hg P / <1000 P
short pin Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
147 Temperature controller Hg P / <1000 P
long pin Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Temperature contr?ller Hg P ; ~1000 P
148  temperature sensing
metal sheet Pb P / = 1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
149 Temperature controller Hg P / <1000 P
wire rod black bushing Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Ter.nperature contr().ller Hg P ; ~1000 P
150]  wire rod brown wire
jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
151 Temperature controller Hg P / <1000 P
wire rod metal wire core Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
152 Gray heat conduction Hg p / <1000 p
film Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
153 BDI1 body
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
154 BDI pin Hg P / <1000 P
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
155 CY3 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
156 C2 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
157| LF2 yellow adhesive tape
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
158 LF2 coil
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
159 LF2 magnet ring
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
160 LF2 distance sleeve
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
161 CONI1 creamy white Hg P / <1000 P
plastic Pb P / <<1000 P
PBBs D N.D. <1000 P
PBDEs D N.D. <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
162 CONI1 metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Results of | Results of Chemical Conclusi
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | = Ep‘j;l)o "
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
163 RV1 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
164 RT1 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
, Hg P / <1000 P
165 RT1 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
166 F1 black outer shell
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
167 F1 black substrate
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
, Hg P / <1000 P
168 F1 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item | EDXRF | Testing | testing limit | EP‘Z)O
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
. Hg P / <1000 P
169 F1 fuse wire
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
170 CXI1 yellow outer shell
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
171 CX1 cover plastic
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
172 CX1 contents
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
173 CX1 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
174| CX1 black plastic sheet
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <<1000 P
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
175 CX1 white glue

Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
176 Electrolytic capacitor Hg p / <1000 p
brown outer jacket Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
177 Electrolytic capacitor Hg p / <1000 p
aluminum cover Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
178 Electrolytic capacitor Hg p / <1000 p
contentes Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
179 Electrolytic capacitor Hg p / <1000 p
rubber plug Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P

180] Electrolytic capacitor pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
181 Gray heat conduction Hg p / <1000 P
film Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
182 T1 yellow adhesive tape
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
183]  T1 black magnet core
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
184/ T1 black framework
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
185 T1 coil
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
186 T1 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Results of | Results of Chemical Conclusi
No. COMPONENTS ltem | EDXRF | Testing | testinglimit | = Ep‘j;l)o "
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
187 C8 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
188 EC7 green outer jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
189 R27 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
, Hg P / <1000 P
190 R27 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
191 PCB board
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
o Hg P / <1000 P
192 Soldering tin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item | EDXRF | Testing | testing limit | Eplj;)()
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
193 D7 glass diode
Pb #P / <1000 #P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
194/ 6 wire black bushing
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
195] 6 wire blue wire jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
196| 6 wire black wire jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
197| 6 wire metal wire core
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <<1000 /
Cd P / <100 P
Cr(VD P / <1000 P
_ . Hg P / <1000 P
198 Plug white plastic
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <<1000 P
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
199 Plug metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
200 Power supply wire black Hg p / <1000 p
outer jacket Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
201 Power supply wire blue Hg p / <1000 p
wire jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
202 Power supply wire brown Hg p / <1000 p
wire jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
203 Power supply wire Hg p / <1000 p
yellow green wire jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
204 Power supply wire metal Hg p / <1000 p
wire core Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
205 Male plug black Hg p / <1000 p
protecting bush Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
206 Male plug black plastic Hg p / <1000 p
core Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
207 Male plug metal contact Hg p / <1000 P
pin Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
208 Male plug metal sheet
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
209 Female plug black Hg P / <1000 P
protecting bush Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
210 Female plug white plastic Hg P / <1000 P
core Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
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Results of | Results of Chemical Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
211| Female plug metal needle
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD) P / <1000 P
Hg P / <1000 P
212| Bundle black outer jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD) P / <1000 P
] Hg P / <1000 P
213| Bundle metal wire core
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) D Negative <<1000 P
914 Fan stator silicon steel Hg P / <1000 P
sheet Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
215 Fan stator black Hg P / <1000 P
framework Pb P / <<1000 P
PBBs D N.D. <1000 P
PBDEs D N.D. <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
216 Fan stator coil
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Remark:
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(1) It is the result on total Br while test PBBs and PBDEs by EDXRF. It is the result on total Cr while test
Hexavalent Chromium by EDXRF.

(2) Results are obtained by EDXRF for primary screening, and chemical testing by ICP (for Cd, Pb, Hg),UV-VIS
(Cr(VI)) and GCMS (for PBBs, PBDEs) is recommended to be performed, if the concentration exceeds the

below warning value (unit:mg/kg)

Element Polymer Metal Composite Materials
Cd P<70-36<<D<<130+306<F P<70-36<D<{130+306<F P<50-36<D<{150+30<F
Pb P<700-36<D<{1300+30<F P<700-36<D<{1300+30<F P<500-36<D<{1500+30<F
Hg P<700-36<<D<<1300+30<F P<700-36<<D<<1300+30<F P<500-36<<D<<1500+30<F
Br P<300-36<<D e P<250-36<<D
Cr P<700-36<<D P<700-36<<D P<500-36<<D

P=PASS; F=FAIL; D=DETECTED;

(3) mg/kg =ppm; N.D.=NOT DETECTED (<MDL) Pb, Cd, Hg,Cr(V]): 2mg/kg; PBBs, PBDEs: 5mg/kg

(4) According to IEC 62321:2008, result on Cr (VI) for metal sample is shown as Positive/Negative. Positive =
Presence of Cr(VI) coating, Negative = Absence of Cr(VI) coating

(5) # According to Annex III of European Council Directive 2011/65/EU, Electrical and electronic components
containing lead in a glass or ceramic other than dielectric ceramic in capacitors, e.g. piezoelectronic devices,

or in a glass or ceramic matrix compound is exempted.
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Detailed Split Chart
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Detailed Split Chart
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Detailed Split Chart
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List of apparatus:
No. Name Model Calibration Valid Date USE(Y)
1 ICP-OES VISTA-MPX 2016/08/27
2 GC-MS 59751 2016/08/27 \
3 UV-Vis Lambda 25 2017/05/22 v
4 XRF EDX3000B 2016/06/25 v

1. The test report is invalid without stamp of laboratory.

STATEMENT

2. The test report is invalid without signature of person(s) testing and authorizing.

3. The test report is invalid if erased and corrected.

4. Test results of the report is valid to the test samples if sampling by client.

5. “Y¢” item to be outside the scope of authorized by CNAS.

6. The test report shall not be reproduced except in full, without written approval of the laboratory.

7. If there is any objection to report, the client should inform issuing laboratory within 15 days from the

date of receiving test report.
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