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CCIC-SET OIS CNAS L1659

Client SHENZHEN IP-COM NETWORKS CO.,LTD.
Customer
Room 101, Unit A, First Floor, Tower E3, No. 1001, Zhongshanyuan

information = Address

Road, Nanshan District, Shenzhen, China. 518052

Name of sample Wireless N300 High Power Access Point

Type/Dimension WA45AP
Sample Trade mark -—--
information = Lot number -—--
Manufacturer -
Address -—--
Sample received Jul. 07,2014
Testing date Jul. 07, 2014 ~ Jul. 14, 2014
Test sort Commission Test
Requested/item RoHS directive 2011/65/EU
Test (1)With reference to IEC 62321-3-1:2013, scanning by XRF Spectroscopy
information (2)Chemical test method:
With reference to IEC 62321-5:2013, determination of Lead, Cadmium, by
Standard/Foundation = ICP
With reference to IEC 62321-4:2013, determination of Mercury by ICP
With reference to IEC 62321:2008,determination of Hexavalent Chromium
by Colorimetric method, determination of PBBs and PBDEs by GC-MS
Conclusion T i _3mple complied with RoHS directive (2011/65/EU).
Remark -

[
'va" < . -
Checked By: § ,‘,]r_,&i UC{ L Approved By:

AL,

Jul. 16, 2014

Tested By: )’ij"ﬁ i 'Fz_g

Date: Jul. 16, 2014 Date: Jul. 16, 2014 Date

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Test result: 1. Structural parts
Results of | Results of Chemical )
No. COMPONENTS ltem | EDXRF | Testing | testing limit | CCnusion
(P/F/D) (mg/kg) (mg/kg) (P/F)
Cd P / <100 P
Cr(VI) P / <1000 P
. ) ) Hg P / <1000 P
1-1 Face-piece white plastic
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
) Hg P / <1000 P
1-2 Back shell gray plastic
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
13 Back shell green QC Hg P / <1000 P
label Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
14 Back shell silvery metal Hg P / <1000 P
screw Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VID) P / <1000 P
15 Back shell gray plastic Hg P / <1000 P
button Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
16 Back shell green plastic Hg P / <1000 P
rivet Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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CCIC-SET
Results of | Results of Chemical .
No. COMPONENTS ltem | EDXRF | Testing | testing limit | CCnsion
®FD) | (mgke) | (mgke) P
cd P / <100 P
Cr(VI) P / <1000 P
17 Back shell silvery metal Hg P / <1000 P
SCrew Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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CCIC-SET
2.PCB
Results of | Results of Chemical .
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-1 MK.1418 PCB plate
Pb P / <<1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-2 MK.1418 PCB solder
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-3 U34 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-4 Y2 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-5 U20 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-6 U2 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical .
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-7 U3 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-8 U3 pin
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. . Hg P / <1000 P
2-9 C338 chip capacitor
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-10 L41 magnetic core
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-11 L41 coil
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-12 Q3 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical .
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-13 Ul body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-14 Q2 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
) ) Hg P / <1000 P
2-15 C276 chip capacitor
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-16 U21 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-17 U21 pin
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
) ) Hg P / <1000 P
2-18 R310 chip resistor
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical .
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) D Negative <1000 P
) Hg P / <1000 P
2-19 L2 magnetic core
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-20 L2 coil
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-21 D21 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-22 D22 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-23 D22 pin
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-24 U16 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical .
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-25 U16 pin
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-26 Q4 body
Pb P / <<1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-27 U19 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-28 L17 magnetic core
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-29 L17 coil
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-30 C131 aluminum shell
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical )
No. COMPONENTS ltem | EDXRF | Testing | testing limit | CCnsion
(P/F/D) (mg/kg) (mg/kg) (®/F)
Cd P / <100 P
Cr(V]) P / <1000 P
2-31 C131 contents He P / = 1000 P
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(V]) P / <1000 P
Hg P / <1000 P
2-32 C131 rubber plug
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
) Hg P / <1000 P
2-33 C131 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) D Negative <1000 P
534 Tnk transformer silvery Hg P / <1000 P
metal shell Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VID) P / <1000 P
535 Tnk transformer yellow Hg P / <1000 P
adhesive tape Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
536 Tnk transformer black Hg P / <1000 P
magnetic core Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical )
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
537 Tnk transformer black Hg P / <1000 P
framework Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-38 Tnk transformer coil
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-39 Tnk transformer pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-40 Optocoupler body
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-41 Optocoupler pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
i ) Hg P / <1000 P
2-42 R156 chip resistor
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical .
. ... . | Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
2-43 U22 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
] Hg P / <1000 P
2-44 C68 blue jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
) Hg P / <1000 P
2-45 C68 aluminum shell
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
2-46 C68 contents
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P
2-47 C68 rubber plug
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
] Hg P / <1000 P
2-48 C68 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical .
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-49 T4 black plastic shell
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-50 T4 pin
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
o Hg P / <1000 P
2-51 T4 magnetic ring
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-52 T4 coil
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-53 US blue plastic shell
Pb P / <<1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-54 U5 metal needle
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical .
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-55 C316 green jacket
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-56 Black sponge paste
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
i Hg P / <1000 P
2-57 J4 black plastic shell
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-58 J4 metal needle
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-59 J4 metal sheet
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
o Hg P / <1000 P
2-60 L1 chip inductance
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical )
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-61 D10 body
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-62 U4 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-63 U4 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-64 | SW1 black plastic button
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-65 | SWI black plastic shell
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-66 | SWI silvery metal shell
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical )
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
2-67 SWI1 inner metal sheet
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-68 SW1 pin
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
2-69 Label
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
2-70 | Silvery metal framework
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) D Negative <1000 P
. Hg P / <1000 P
2-71 Shield metal shell
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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3.Wire rod
Results of | Results of Chemical )
No. COMPONENTS ltem | EDXRF | Testing | testing limit | CCnousion
(P/F/D) (mg/kg) (mg/kg) (®/F)
Cd P / <100 P
Cr(VI) P / <1000 P
3.1 Network line gray wire Hg P / <1000 P
jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
1.9 Network line orange wire Hg P / <1000 P
jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
13 Network line green wire Hg P / <1000 P
jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
14 Network line blue wire Hg P / <1000 P
jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
1.5 Network line brown wire Hg P / <1000 P
jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
16 Network line orange Hg P / <1000 P
white wire jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436
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Results of | Results of Chemical )
No. COMPONENTS ltem | EDXRF | Testing | testing limit | CCnsion
(P/F/D) (mg/kg) (mg/kg) (®/F)
Cd P / <100 P
Cr(V]) P / <1000 P
3.7 Network line green white Hg P / <1000 P
wire jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(V]) P / <1000 P
1.8 Network line blue white Hg P / <1000 P
wire jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
1.9 Network line brown Hg P / <1000 P
white wire jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
1-10 Network line metal wire Hg P / <1000 P
core Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VID) P / <1000 P
111 Network line bundle gray Hg P / <1000 P
jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
112 Network line bundle Hg P / <1000 P
metal wire core Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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CCIC-SET
Results of | Results of Chemical )
No. COMPONENTS ltem | EDXRF | Testing | testing limit | CCnsion
(P/F/D) (mg/kg) (mg/kg) (®/F)
Cd P / <100 P
Cr(V]) P / <1000 P
313 Network line plug gray Hg P / <1000 P
protective wire sleeve Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(V]) P / <1000 P
3.14 Network line plug Hg P / <1000 P
transparent plastic head Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
3-15 Network line copper Hg P / <1000 P
sheet Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VID) P / <1000 P
116 Adapter black plastic Hg P / <1000 P
face-piece Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
317 Adapter black plastic Hg P / <1000 P
back shell Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D 138 <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
1-18 Adapter contact pin black Hg P / <1000 P
plastic Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
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CCIC-SET
Results of | Results of Chemical )
No. COMPONENTS ltem | EDXRF | Testing | testing limit | CCnsion
(P/F/D) (mg/kg) (mg/kg) (®/F)

Cd P / <100 P
Cr(VI) P / <1000 P
3-19 Adapter contact pin metal Hg P / <1000 P
needle Pb D *2.20x10°* <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
320 Adapter solder on the Hg P / <1000 P
metal needle Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
391 Adapter brown wire Hg P / <1000 P
jacket Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
o Hg P / <1000 P

3-22 | Adapter blue wire jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VI) P / <1000 P
3-23 | Adapter metal wire core He P / = 1000 P
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VI) P / <1000 P
Hg P / <1000 P

3-24 | TEA12-12100 PCB plate
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
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CCIC-SET
Results of | Results of Chemical )
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
325 TEA12-12100 PCB Hg P / <1000 P
solder Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-26 U4 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-27 U4 pin
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. ) Hg P / <1000 P
3-28 Yellow chip capacitor
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
3-29 White glue
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-30 F1 black jacket
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
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CCIC-SET
Results of | Results of Chemical .
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
3-31 F1 pin
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-32 F1 metal cap
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-33 F1 glass tube
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-34 Ul body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-35 Ul pin
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-36 D5 body
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
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CCIC-SET
Results of | Results of Chemical .
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-37 DS pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-38 U2 body
Pb P / <1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-39 U2 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-40 CY1 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-41 CY1 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-42 U3 body
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
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CCIC-SET
Results of | Results of Chemical .
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-43 U3 pin
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
3-44 C7 green jacket
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-45 L3 black jacket
Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
3-46 L3 magnetic core
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-47 L3 coil
Pb P / <<1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-48 D6 body
Pb P / <<1000 P
PBBs D N.D <1000 P
PBDEs D N.D <1000 P

CCIC Southern Electronic Product Testing (Shenzhen) CO., Ltd.
Add: Electronic Testing Building, Shahe Road Xili, Nanshan District, Shenzhen, China (pc: 518055)
http://www.ccic-set.com Tel: 0755-86913585, 26701907 Fax: 0755-26701436




S\

CIlC
\_/ Test Report No.: SET2014-06793 Page: 24 of 34
CCIC-SET
Results of | Results of Chemical )
No. COMPONENTS ltem | EDXRF | Testing | testing limit | CCnsion
(P/F/D) (mg/kg) (mg/kg) (®/F)
Cd P / <100 P
Cr(V]) P / <1000 P
3.49 D6 pin Hg P / <1000 P
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(V]) P / <1000 P
1-50 Transformer yellow Hg P / <1000 P
adhesive tape Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
3.51 Transformer black Hg P / <1000 P
magnetic core Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VID) P / <1000 P
3.52 Transformer black Hg P / <1000 P
framework Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
3-53 Transformer coil He P / ~1000 P
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VID) P / <1000 P
3-54 Transformer pin He P / ~1000 P
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Results of | Results of Chemical )
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
3-55 C2 dark brown jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-56 | L4 yellow adhesive tape
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-57 Black framework
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-58 Black magnetic core
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-59 Coil
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
3-60 Pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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Results of | Results of Chemical )
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-61 C1 purple red jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-62 C1 aluminum shell
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-63 C1 contents
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
Hg P / <1000 P
3-64 C1 rubber plug
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VD P / <1000 P
. Hg P / <1000 P
3-65 C1 pin
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
. ) Hg P / <1000 P
3-66 Wire rod black jacket
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
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Results of | Results of Chemical )
No. COMPONENTS ltem | EDXRF | Testing | testing limit | CCnsion
(P/F/D) (mg/kg) (mg/kg) (®/F)
Cd P / <100 P
Cr(V]) P / <1000 P
3-67 | Wire rod metal wire core He P / ~1000 P
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(V]) P / <1000 P
168 Wire rod bundle black Hg P / <1000 P
jacket Pb P / <<1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
3-69 Wire rod bundle metal Hg P / <1000 P
wire core Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VID) P / <1000 P
170 Plug black protective Hg P / <1000 P
wire sleeve Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Cd P / <100 P
Cr(VID) P / <1000 P
) Hg P / <1000 P
3-71 Plug silvery metal core
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VID) P / <1000 P
172 Plug silvery metal inner Hg P / <1000 P
core Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
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CCIC-SET
Results of | Results of Chemical )
. ... .| Conclusion
No. COMPONENTS Item EDXRF Testing testing limit (P/F)
(P/F/D) (mg/kg) (mg/kg)
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
3-73 Plug silvery solder
Pb P / <1000 P
PBBs / / <1000 /
PBDEs / / <1000 /
Cd P / <100 P
Cr(VD P / <1000 P
) Hg P / <1000 P
3-74 Plug black plastic core
Pb P / <1000 P
PBBs P / <1000 P
PBDEs P / <1000 P
Remark:

(1) It is the result on total Br while test PBBs and PBDEs by EDXRF. It is the result on total Cr while test
Hexavalent Chromium by EDXRF.

(2) Results are obtained by EDXRF for primary screening, and chemical testing by ICP (for Cd, Pb, Hg),UV-VIS
(Cr(VI)) and GCMS (for PBBs, PBDEs) is recommended to be performed, if the concentration exceeds the

below warning value according to IEC 62321:2008 (unit:mg/kg)

Element Polymer Metal Composite Materials
Cd P<70-36<D<C130+306<F P<70-36<D<<130+306<F P<50-36<D<{150+30<F
Pb P<700-36<<D<<1300+30<F P<700-3c6<<D<{1300+30<F P<500-36<<D<<1500+30<F
Hg P<700-36<<D<<1300+30<F P<700-36<<D<{1300+30<F P<500-36<<D<<1500+30<F
Br P<300-36<<D e P<250-36<D
Cr P<700-36<<D P<700-36<<D P<500-36<<D

P=PASS; F=FAIL; D=DETECTED;

(3) mg/kg =ppm; N.D.=NOT DETECTED (<MDL) Pb, Cd, Hg,Cr(VI): 2mg/kg; PBBs, PBDEs: 5mg/kg

(4) According to IEC 62321:2008, result on Cr (VI) for metal sample is shown as Positive/Negative. Positive =
Presence of Cr(VI) coating, Negative = Absence of Cr(VI) coating

(5) * Lead in copper alloy containing up to 4% lead by weight. The item is exempted from the requirements of
Directive 2011/65/EU.
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CCIC-SET
Sample photo
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CCIC-3ET

Detailed split chart

Part 1 Sructural Parts

Part 1 Sructural Parts
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CCIC-SET

Detailed split chart

Part2 PCB

Part2 PCB
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CCIC-3ET

Detailed split chart

Part2 PCB

Part 3 WireRod
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CCIC-3ET

Detailed split chart

Part 3 WireRod
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CCIC-SET

Detailed split chart

Tie |

71-74
Part 3 WireRod
List of apparatus:
No. Name Model Calibration Valid Date USE(®")
1 ICP-OES VISTA-MPX 2014/10/20 \
2 GC-MS 59751 2014/10/20 \
3 UV-Vis UV1100 2014/10/20 \
4 XRF EDX3000B 2014/10/20 V

® No s~ wDdh PR

STATEMENT

This test laboratory is accredited by CNAS, Accreditation Certificate No.L1659.

The test report is invalid without stamp of laboratory.

The test report is invalid without signature of person(s) testing and authorizing.

The test report is invalid if erased and corrected.

Test results of the report is valid to the test samples if sampling by client.

“Y¢”item cannot be Accredited by CNAS.

The test report shall not be reproduced except in full, without written approval of the laboratory.

If there is any objection to report, the client should inform issuing laboratory within 15 days from the

date of receiving test report.
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